
Rev.Date

Rev.No Rev.Date Changes

Width
tolerance: - 0% (EN 1773)

2,35

- -

Design

Finish

m (selvedge incl.)

PESTSDIM300/3DE

Productinformation/ Mattress Fabric

Composition

front + back

filling

51 % PES POLYESTER 49 % PE POLYETHYLENE

warp

weft

front 0

PETHEENDLT300DE PESBRNIM150DE PETHEENDLT300DE PESTSDNIM150DE

KNIT FABRIC   /   396300 K

Certificates

Customer

FINISH FOR SENSICE KNIT WITH ADAPTIVE.

code

Iron

- Do Not Bleach

101029

XLTD

- - - - - -

Dryclean, Any Solvent 
Except 

Trichloroethylene
Do Not Iron -

Quality

TECHNICAL DATA SHEET FABRIC

Print Date

Rev.Nr

06.09.2023Bekaertdeslee

40179074

Supplier

Material nr BD

Material nr Customer

Publish Date

- Do Not Dry - -

Oeko-tex 

Standard 100 cert 1

TL11716

Tests

Care instructions
Dry cleanDryBleachWash

Weight
tolerance: +/- 5% (EN 1227)

305 gr/m²

Remarks

Do Not Wash

Standard Results

- - - - -

 


